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Company Name DONGGUAN TRIWALK NEW MATERIAL CO.,LTD

shown on Report

HooHk 7R ZRFETH R B BUR BR £ 235 61k201 =%

Address ROOM 201,BUILDING6, NO.23, XINBAO SECOND STREET, DALANG TOWN,

DONGGUAN CITY, GUANGDONG PROVINCE

PAUF U IRZ FE i B b b A5 B i iR R AR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the
applicant

FE A4 FR b22)ij g A

Sample Name Plastic grain

=R N ENE)

Color Natural

FE 2 H B 2021.12.09

Sample Received Date Dec. 9, 2021

FE R H 1 2021.12.09-2021.12.13

Testing Period Dec. 9, 2021 to Dec. 13, 2021

R EE R MY 2 ER, ST RE S A AT (Pb), 48 (Cd), K (Hg), ASHrEs (Cr(VI)),
IRIEH (PBBs), 2R KMk (PBDEs), 4R2K — &M (DBP, BBP, DEHP, DIBP)#AT
IR

Test Requested jéjsﬁs’cpoecified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

TSR 25 5 eV _
Test Method/Test Result(s) Please refer to the following page(s).

Reviewed by

H
Date

2021.12.13

No. R450142952
IR RYIT 22 KT 247 T8 % R A XA PR ik
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ZE# Conclusion

T3 RIEFRE/FE S gEE
Tested Sample According to standard/directive Result
AT i Ik B ROHS 15 4-2011/65/EU K FAEIT 464 (EU) e
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

*hkkkhkhkkkhkkhkhkkhhhkhkhkhhkhkhhhkhhihkhhhhkhhihkhhhhkhhrhkhhhhkrhhkhkhrhhkrrhkhkhrhhkrrhkhkhrhhkrhhkhkhihhrihhkiiihkik

T8 K I 45 BT 2 B B RoHS $64-2011/65/EU K HAZ T #5 4 (EU) 2015/863%2 3R IR .

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment
(EU) 2015/863.
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MK YE Test Method
- N A3 e
A 7 % ey
Test Item(s) Test Method

Equipment(s)

Hexavalent Chromium (Cr(V1))

IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
IS TEC 62321-7-2:2017H1/B1EC 62321-5: 20134 UV-Vis/ICP-OES

IR

Phthalates (DBP, BBP, DEHP, DIBP)

IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2R KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
R i1 IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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M LER Test Result(s)

WRIAH Tested Item(s) %3 Result TR IR Bﬁﬁ
MDL Limit

Hr Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

78 Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

NS Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg 1000 mg/kg

WRIAE Tested Item(s) %3 Result TTEER R IKE{E
MDL Limit

ZREEZE Polybrominated Biphenyls (PBBs)

—JRIEZ Monobromobiphenyl N.D. 5 mg/kg

TJRECR Dibromobiphenyl N.D. 5 mg/kg

= JRELZE Tribromobiphenyl N.D. 5 mg/kg

VURELZK Tetrabromobiphenyl N.D. 5 mg/kg

FLIRBEA Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

FNIRIEZE Hexabromobiphenyl N.D. 5 mg/kg

HIREEZE Heptabromobiphenyl N.D. 5 mg/kg

JUIREEZK Octabromobiphenyl N.D. 5 mg/kg

JLIRIEZL Nonabromobiphenyl N.D. 5 mg/kg

+IREER Decabromobiphenyl N.D. 5 mg/kg

WAIE Tested Item(s) R Result 77 BRI RR IKE{E
MDL Limit

Z R _F® Polybrominated Diphenyl Ethers (PBDES)

— R 2Kk Monobromodiphenyl ether N.D. 5 mg/kg

TR _KWF Dibromodiphenyl ether N.D. 5 mg/kg

=R —ZKlF Tribromodiphenyl ether N.D. 5 mg/kg

V0¥ — <M Tetrabromodiphenyl ether N.D. 5 mg/kg

TR M Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

7NIR KT Hexabromodiphenyl ether N.D. 5 mg/kg

L Il Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K l# Octabromodiphenyl ether N.D. 5 mg/kg

JLIR —2KEk Nonabromodiphenyl ether N.D. 5 mg/kg

+R 2K Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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M LER Test Result(s)

PRI E Tested Item(s) Z 3R Result TR IR BE{E
MDL Limit

48— EREE Phthalates (DBP, BBP, DEHP, DIBP)

LR HER T g Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

A2 R T IR Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CASH#:85-68-7

Aok TR (2-2.3) Cfg N.D. 50 mg/kg 1000 mg/kg

Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

A2k —HR 5 TEs Diisobutyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DIBP)

CAS#:84-69-5

R fh /ERAL R KB 20 RLUR

Sample/Part Description Beige-yellow plastic grains

& XFFRE, 9@, RZEMCHBETE.

-N.D. = Rt CUhTIrZta i iR)
-mg/kg = ppm = H iz —
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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BMFRAE Test Process

1. & (Pb), F(Cd), #(Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

BB Al T 28 5 P BN Ak 77 34 R
Weigh sample and place it . . Y
T apvessel P ::> Add digestion reagent ::> Digest the sample
FA AR A el
)y i b ] B ks
L Dry Ashing/ .
ICP-OES SRR
H 5387 FETK E & Alkali Fusion/ Residue it e
Analyzv;e d by (: Make up with Acid Dissolution (:: _ .
ICP-OES deionized water - Filtration
Solution
2. 7 (Hg)
Mercury (Hg)
i AT B B A AR A R R
Weigh sample and place it in a :‘|> . . »| Digest sample in microwave
microwave digestion vessel Add digestion reagent digestion oven
FA /R
JriAb B — e i
H| ICP-OES EETFKERE Alkali Fusion/ Residuc e
St . Acid Dissolution T3k
Mak ith
Analyzed by j— .a .e npn CZI <:: Filtrati
ICP-OES deionized water — iltration
Solution
3. ek (Cr (VD))
Hexavalent Chromium (Cr (V1))
PREFE MR T A RN G
Weigh sample and place it — n '}Ik i ﬁ;‘g B — TH R B
in a vessel Add digestion reagent Digest the sample
5 0 A Af%ﬁﬁgﬂ$ W, i
. K— jJust the pH value { /]
Add test solution of the solution Cool and filter
T pH E HEBETIGER i UV-Vis 434
Adjust the pH value > Make up with — Analvzed by UV-Vis
of the solution deionized water ¥ Y

Hotline:400-6788-333  www.cti-cert
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4. ZIRBEIE (PBBs), %R _Z Mk (PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDESs)

REFEMRTES D FA BLIE 7 3R YRR RE B
Weigh sample and place — Extracted with Concentrate the extract
it in a thimble organic solvent
Make up wat Transfer the extract into a
— ke up with fer tl i
Analyzed by GC-MS . .
organic solvent volumetric flask

5. 4R — AR (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

HEFRTEEF FIA HLIE AR WA AR
Weigh le and pl —" Extracted with
F1ET sampTe ane prace Hraced W Concentrate the extract
it in a thimble organic solvent
vin AANERER HREREUFREFERA
] GC-MS 4 #i7 i T F 7 LT 2 e
— Make up with Transfer the extract into a
Analyzed by GC-MS . .
organic solvent volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Fan B A

Photo(s) of the sample(s)

7 B Statement::

1 AR s O E NS T B & R i B 4 & o AL
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. REIHLAF AL B SRR R E R E SR, R RO RS A BT, CTIRAZSEH:

B

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. ARG R AN 52 MHE i 51515
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. RECTIBHFE, AT EHIARE;
Without written approval of CTL, this report can’t be reproduced except in full;
5. WRRE T ISESCAN R SR CNE A ER, B OE.
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

***;J:l;i ﬁEI-T élzi:(: ;E***
*** End of report ***

Hotline:400-6788-333

www.cti-cert.com

E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com

N \ 7 o\ &S



CTI IE 18

Fft % Appendix
% P 5%(% B Client Reference Information
Triwalk LCP TG130/TGM235/TG115

75 B Statement:

1 MRARHEBREERE, PiEE RN B 15T, CTIREZ SR AE .
The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn’t verified.

2. B4 NA2210518873101002EHk 5 (%M 78
The Appendix Information is/are the supplement(s) for the Report A2210518873101002E.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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